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(Geochemical
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Bondar-I legg, Inc.
12980 Wm Cedar Dr
Lakewood. Colorado 80228
(303) 989+104

BONDAR CLEGG



Geochemical
Lab Report

Bundar-C Irtgc. Inc.
12980 Wfei Cedar Dr
Lakewood, Colorado 80228
(303)989440*

BONDAR CliGG

REFERENCE INFO! NONE LISTED

client: brohm mining corp. submitted by: j. barron

PWL£CT: gilt edge mte printed: 20-SEP-88

ORDER ELEMENT
NUMBER OF 
ANALYSES

LOVER
DETECTION LIMIT EXTRACTION METHOD

1 Au Gold 69 0.002 OPT Fire Assn

SAMPLE TYPES NUMBER SIZE FRACTIONS NUMBER SAMPLE PREPARATIONS NUMBER

D DRILL CORE 69 2 -150 69 Assay Prep 69
Swle Pjckup 1

remarks: final results are reported.

REPORT COPIES TO: MR. JIM BARRON INVOICE TO: MR. JIM BARRON
MR. JIM BARRON

REPORT: 098-0802 < COMPLETE )



»

Geochemical
Lab Report

Boodar-C k-KR. Inc.

12980 Ws Cedar Dr.
I^akewood, Colorado 80228
(303) 98944(4

BONDARCLEGG

REPORT: 098-0802 PROJECT! GILT EKE PAGE 1

SAfflE ELEMENT Au SAMPLE ELETCNT Au
NUMBER UNITS OPT NUMBER UNITS OPT

B2 R88-417-0-5 0.022 D2 R88-417-200-205 0.003
D2 R88-417-5-10 0.024 02 R88-417-205-210 0.004
02 RS8-417-10-15 0.018 02 R88-417-210-215 0.003
02 R88-417-15-20 0.012 D2 R88-417-215-220 0.005
02 R38-417-20-25 0.016 02 R88-417-220-225 <0.002

02 R88-417-25-30 0.018 02 R88-417-225-230 <0.002
02 R88-417-30-35 0.016 02 R88-417-230-235 0.004
02 R88-417-35-40 0.023 02 R88-417-235-240 0.007
02 R88-417-40-45 0.024 02 R88-417-240-245 0.015
02 R38-417-45-50 0.006 02 R88-417-245-250 0.005

02 R88-417-50-55 0.006 02 R88-417-250-255 0.004
02 R88-417-55-60 0.015 02 R8M17-255-260 <0.002
02 R38-417-60-65 0.006 02 R88-417-260-265 0.005
02 R88-417-65-70 0.017 02 RR8-417-265-270 0.004
02 R88-417-70-75 0.004 02 R88-417-270-275 0.006

02 R88-417-75-80 0.003 02 R88-417-275-280 0.014
02 R88-417-80-85 0.002 02 R88-417-280-285 0.004
02 R88-417-85-90 0.010 02 R88-417-285-290 0.004
02 R88-417-90-95 0.010 02 R88-417-290-295 0.003
02 R88-417-90-100 0.005 02 R88-417-295-300 0.003

02 R88-417-100-105 0.006 02 R88-417-300-305 0.003
02 R83-417-105-U0 0.008 02 R88-417-305-310 <0.002
02 R88-417-110-115 0.004 02 R88-417-310-315 <0.002
02 P83-417-115-120 <0.002 02 R88-417-315-320 0.006
02 R88-417-120-125 0.003 02 R88-417-320-325 0.005

02 RB8-417-125-130 0.003 02 R88-417-325-330 0.006
02 R88-417-130-135 0.003 02 R88-417-330-335 0.007
D2 P8B-417-135-14C 0.003 02 R88-417-335-340 0.008
02 R88-417-140-145
02 RB8-417-145-150

0.004
<0.002

02 R88-417-340-345 0.005

02 R88-417-150-155 0.013
02 R88-417-155-160 0.004
02 R88-417-160-165 0.003
02 R88-417-165-170 0.003
02 R88-417-170-175 0.007

02 R83-417-175-1B0 <0.002
02 R88-417-180-185 0.005
02 R88-417-185-190 0.014
02 R88-417-190-195 0.005
02 R88-417-195-200 0.004 •



IIWDW«BC«dvDr. 
Lakewood. Colorado 
I SA tO
Phone (10)»m 1404 
Tdr% 44*81

Bondar-o Fnn

BROHM MINING CORF. 
HP. JIM BARRON 
P.O. BOX 485 
UEAOUOOD* SO 
57732

Invoice ! 12822* Fnv 1

Date l 26-SEP-88

Report No! 
Proved * 
Reference!

098-0H02 
GILT EPOF 
NONE LISTED

r*
Anal'/tce of Gold 

Subtotal
at • 6.30 » 448.30

I 448.30 448.50

Sample Preparation
69 Samples of Atsiu Pr#p 

1 Sample of Sample PicRur 
Subt o t a 1

at t 3.00 * 207.00
at 112.00 * 12.00

• 219.00 * 219.00

Hiscellaneout Charges
IX S•D. STATE SALES TAX 
2?. PEADU00H CITY SALES TAX

Subtoti1

I 6.00
1 3.00
* 9.00 ♦ 9 00

Invoice Total! * 676.30 U.S.

F t V' - 1 1( l - '

THIS IS A PROFESSIONAL SERVICE
ACCOUNTS DUE WHEN RENDERED



OochemkaJ 
Lab Report

#

Boodar-( kn>- Ik.
12990 Wea C edar Dr 
Lakewood, Colorado 90229 
(303)989+101

BONDAR-CLEGG



(Geochemical
lab Report

Bondar-Oeg>, Inc.
12980 West C'cdar Dr. 
Lakewood, Colorado 80228
(302) 989-I4W

« BONDAR CLEGG

REPORT: 098-0806 ( COMPLETE ) REFERENCE INFOJ NONE LISTED

client: brohm mining corp. submitted by: j. barron

project: gilt edge date printed: 16-SEP-88

NUMBER OF LONER
ORDER ELEMENT ANALYSES DETECTION LIMIT EXTRACTION METHOD

1 Au Gold 60 0.002 OfT Fire Assay

SAMPLE TYPES NUMBER SIZE FRACTIONS NUMBER SAMPLE PREPARATIONS NUMBER

D DRILL CORE 60 2 -150 60 Assay Prep 60
Excessive Netness 1267
Saw le Pickup 1

remarks: final results are reported.

REPORT COPIES T0J HR. JIM BARRON INVOICE T05 MR. JIM BttRON
liil



I

Bondar-OrgK. Inc.
12980 West Cedar Dr. 
Lakewood, Colorado 80228

(303) 989-1404
* BONDAR CLEGG

Geochemical 
Lab Report

REPORT: 098-0806 PROJECT: 6ILT EDGE PAGE 1

SAMPLE ELEMENT Au SAMPLE ELEfCNT Au
NUMBER UNITS OPT NUMBER UNITS OFT

D2 R88-417-385-350 0.006 D2 R88-417-545-550 0.003
D2 R88-417-350-355 0.005 D2 R88-417-550-555 0.004
02 R88-417-355-360 0.003 02 R88-417-555-560 0.013
D2 R88-417-360-365 0.004 02 R88-417-560-565 0.018
D2 R88-417-365-370 0.006 D2 R88-417-565-570 0.019

D2 R88-417-370-375 0.012 02 R88-417-570-575 0.018
D2 R88-417-375-380 0.009 02 R88-417-575-580 0.028
D2 R88-417-380-385 0.019

0.009
02 R88-417-580-585 0.013

02 R88-417-385-390 02 R88-417-585-590 0.011
D2 R88-417-390-395 0.012 02 R88-417-590-595 0.006

02 R88-417-395-400 0.032 02 R88-417-595-600 0.016
02 R88-417-400-405 0.016 02 R88-417-600-605 0.013
02 R88-417-405-410 0.033 02 R88-417-605-610 0.008
02 R88-417-410-415 0.028 02 R88-417-610-615 0.031
02 R88-417-415-420 0.015 02 R88-417-615-620 0.018

02 R88-417-420-425 0.007 02 R88-417-620-625 0.018
02 R88-417-425-430 0.008 02 R88-417-625-630 0.016
02 R88-417-430-435 0.029 02 R88-417-630-635 0.068
02 R88-417-435-440 0.060 02 R88-417-635-640 0.020
02 R88-417-440-445 0.050 02 R88-417-640-645 0.013

02 R88-417-443-45C 0.024
02 R88-417-450-455 0.042
02 R88-417-455-460 0.016
02 R88-417-460-465 0.006
02 R88-417-465-470 0.006

02 R88-417-470-475 0.003
02 R88-417-475-480 <0.002
02 RS8-417-480-485 <0.002
02 R88-417-485-490 0.006
02 R88-417-490-495 <0.002

02 R88-417-495-500 0.007
02 R88-417-500-505 <0.002
02 R83-417-505-510 0.003
02 f?83-417-510-515 <0.002
02 R88-417-515-520 0.006

02 R88-417-520-525 <0.002
02 R88-417-525-530 <0.002
02 R88-417-530-535 <0,002
02 R83-417-535-540 <0.002
02 R88-417-540-545 0,005



Roodai-Otfu. Ik
12980 Wot Cedar Dr 
Lakewood. Colorado 
U.S.A. 80228 
Phone: (303)989-l4(M 
Telex 45-693

BONDAR- CLEGG

BROHM MINING CORF. 
MR. JIM BARRON 
P.0. BOX 485 
UEhDUQ0I'» SD 
57732

Invoice I 28 4 ?» P ;ae 1

Date 26-REF-88

Report Nt>* 
Project 
Re fercnce 5

0RP-080a 
GILT EDGE 
NONE LISTED

0 Aria 1 vs.eVi. of Gold * 6.50 * 390.00
WA1 Subtotal % 390,00 i 390.00

Sample Preparation
60 Sample* of Asia* Prep * t t 3.00 « 180.00

t267 Stiuf Jei of Excessive Wetness at i 0.15 * 190.05
J Sample of Simple Pickup at «i 2.00 $ 12.00

Subtotal 4 382.05 1 382.05

Mi see 11aneous Charses
A\ S'. D. STATE SALES TAX 1 17.88
2% DEADU00D CITY SALES TAX « 6,4 4

Sub1o ti 1 % 19.32 t 19.32

I two ice Totalt 1 791.37 U.S

K U: ' L(l I [ ‘K L M'

THIS IS A PROFESSIONAL SERVICE
ACCOUNTS DUE WHEN RENDERED



Geochemical 
tab Report

Boadar-negg, Int.
12980 Wes Cedar Dr. 
Lakewood. Colorado 80228 
(303) 989-MOI

BONOAR-CliGG



Geochemical
I .ah Report

Bondar-Clqg>. Inc.
12980 vVm Cedar Dr. 
Lakewood, Colorado H022X 
|»3) 9894404

BONDAR CLEGG

REPORT: 098-0820 ( COMPLETE ) REFERENCE INFO: NONE LISTED

CLIENT: BROUN MINING CORP. SUBMITTED BY! J. BARRON
project: GILT EDGE DATE PRINTED: 16-SEP-88

ORDER ELEMENT
NUMBER OF 
ANALYSES

LONER
DETECTION LIMIT EXTRACTION METHOD

1 Au Gold 60 0.002 OPT Fire Assay

SAMPLE TYPES NUMBER SIZE FRACTIONS NUMBER SAMPLE PREPARATIONS NUMBER

D DRILL CORE 60 2 -150 60 Assay Prep 60
Excessive Netness 1134
Sample Pickup l

remarks: final results are REPORTED.

REPORT COPIES TOJ MR. JIM BARRON INVOICE TO: MR. JIM BARRON
—jnruumi -------- - -



Geochemical
Lab Report

Bondar-Clq>g. Inc.
12980 Wesl Cedar Dr.
Lakewood, Colorado 80228
(303)989-1404

BONDAR-CLEGG

REPORT: 098-0820 PROJECT: GILT EDGE PA6E 1

SAMPLE
NUMBER

ELEMENT
UNITS

Au
OPT

SAMPLE
HUMBER

ELEMENT
UNITS

Au
OPT

02 R88-417-645-650 0.007 02 R88-417-845-850 0.006
D2 R88-417-650-655 0.005 02 R8B-417-850-855 0.007
D2 R38--417-655-640 0.007 02 R88-417-855-860 0.005
02 R88-417-660-665 0.008 02 R88-417-860-845 0.005
02 R88-417-665-670 0.005 02 R88-417-865-870 0.023

02 R88-417-670-673 0.005 02 R88-417-870-875 0.028
02 R88-417-675-680 0.003 02 R88-417-875-880 0.009
02 R88-417-680-685 <0.002 02 R88-417-880-885 0.015
02 R88-417-685-690 0.007 02 R88-417-885-890 0.045
02 R38-417-690-695 0.018 02 R88-417-890-895 0.009

02 R38-417-695-700 0.008 02 R88-417-895-900 0.008
02 R88-417-700-705 0.006 02 R88-417-900-905 0.008
02 R88-417-705-710 0.025 02 R88-417-905-910 0.020
02 R88-417-710-715 0.004 02 R88-417-910-915 0.019
02 R88-417-715-720 0.006 D2 R88-417-915-920 0.005

02 R88-417-720-725 0.077 02 R88-417-920-925 0.024
02 R88-417-725-730 0.004 02 R88-417-925-930 0.011
02 R88-417-730-735 0.010 02 R88-417-930-935 0.017
02 R88-417-735-740 0.029 02 R88-417-935-940 0.022
02 R88-417-740-745 0.004 02 R88-417-940-945 0.008

02 R88-417-745-750 0.028
02 R88-417-750-755 0.013
02 R8B-417-755-760 0.007
02 R88-417-760-765 0.005
02 R88-417-765-770 0.029

02 R88-417-770-775 0.042
02 P88-417-775-780 0.019
02 R88-417-780-785 0.013
02 R88-417-785-790 0.004
02 R88-417-790-795 <0.002

02 R88-417-795-800 0.004
02 R88-417-800-805 0.005
02 R88-417-805 810 0.005
02 R88-417-810-815 0.006
02 R88-417-815-820 0.023

02 R88 417-820-825 0.015
02 R38-417-825-830 0.017
02 R88-417-830-835 0.030
02 R88-417-835-840 0.019
02 R88-417-840-845 0.022



Bondar-Oe©>. Inc.

12980 Wes! Cedar Dr. 
Lakewood, Colorado 
U.S.A. 80228 
Phone: (303)989-1404 
Telex: 45-«93 •

BONDAR-CLEGG

BROHM MINING CORP . 
MP, JIM PAPRON
p.o. box 4eri
UEAOUOQD» SD 
57732

Invoice 5 12849* Rase 1

Date : 2 6-81* P-88

Report N«< > 098-0820 
Project * GILT EDGE 
Referencet NONE LISTED

Antlyces of Gold at $ 6. SO * 390.00
Bub total 1 390.00 1 390.00

Sample Preparation
60 Samples of As-saw Prep 3 t t 3.00 t l80.00

1134 Samples of t'Hcesci vt Wetness. 3 t 1 0.15 t 1?0.10
1 S.’mple of Sample Pickup it 2.00 t 12.00

Subtota1 * :362.10 « 362.10

Miscellaneous Cherses
4T; s-. d. STATE SALES TAX * 12.08
27. DEADU00D CITY SALES TAX i 6.04

Sub total i 18.12 * 18.12

1nvoice Toti i: I 770.22

it f -'in ( u *K - '/‘K )

THIS IS A PROFESSIONAL SERVICE
ACCOUNTS DUE WHEN RENDERED



Geochemical
l>ah Report

Bondar-Clrgg. I nr.

12980 VWn Cedar Dr. 
Lakewood, Colorado 80228 
(303) 989+KM

BONDAR CLEGG



(Geochemical
Lab Report

Bondar-( Jn*. It*.
12980 Whi Cedar Dr
Lakewood. (otorado 80228
<303)98^4404

BONDARCLHjG

REPORT: 098-0845 ( COMPLETE ) REFERENCE INFO: NONE LISTED

client: rrokm wining corp. submitted by: j, rarron

PROJECT: GILT EDGE DATE PRINTED: 16-SEP-88

NUMBER OF LOVER
ORDER ELEMENT ANALYSES DETECTION LIMIT EXTRACTION METHOD

1 Au Gold 60 0.002 OPT Fire Assay

SAMPLE TYPES NUMBER SIZE FRACTIONS NUMBER SAMPLE PREPARATIONS NUMBER

D DRILL CORE 60 2 -150 60 Assay Prep 60
Excessive Wetness 1049
Sample Pickup 1

remarks: final RESULTS are reported.

REPORT COPIES TO! MR. JIM BARRON INVOICE TO! MR. JIM BARRON
HR. JIH Mflffl ...... . .



Geochemical
Lab Report

Boodar-Ckgg. Inc.
12980 Wrst Cedar Dr.
Lakewood, Colorado 80228
(303)989-1404

BONDAR CLEGG

REPORT! 098-0845 project: gilt edge PAGE 1

SAMPLE ELEMENT Au SAMPLE ELEMENT Au
NUMBER UNITS OPT NUMBER UNITS OPT

02 R88-417-945-950 0.026 02 R88-417-U45-1150 0.007
02 R88-417-950-955 0.003 02 R88-417-1150-1155 0.008
02 R88-417-955-960 0.007 02 R88-417-1155-1160 0.006
02 R88-417-960-965 0.020 02 R88-417-1160-1165 0.006
02 R88-417-965-970 <0.002 02 R88-417-1165-1170 0.011

02 RB8-417-970-975 0.023 02 R88-417—1170—1175 0.025
02 R88-417-975-980 0.049 02 R88-417-1175-1180 0.020
02 R88-417-980-985 0.012 02 R88-417-1180-1185 0.023
02 R88-417-985-990 0,012 02 R88-417-1185-1190 0.012
02 R88-417-990-995 0.015 02 R88-417-1190-1195 0.009

02 R88-417-995-1000 0.007 02 R88-417-1195-1200 0,015
02 R88-417-1000-1005 0.007 02 RB8-417-1200-1205 0.030
02 R88-417-1005-1010 0.033 02 R88-417-1205-1210 0.080
02 R8B-417-1010-1015 0.026 02 R88-417-1210-1215 0.023
02 R88-417-1015-1020 0.012 02 R88-417-1215-1220 0,029

D2 R88-417-1020-1025 0.017 02 R88-417-1220-1225 0.011
02 R88-417-1025-1030 0.006 02 R88-417-1225-1230 0.024
02 R88-417-1030-1035 0,006 02 R88-417-1230-1235 0.055
02 R88-417-1035-1040 0.007 02 R38-417—1235-1240 0.015
02 R88-417-1040-1045 <0.002 02 R88-417-1240-1245 0.022

02 R88-417-1045-1050 <0.002
02 R88-417-1050-1055 <0.002
02 R88-417-1055-1060 0.006
02 R38-417-1060-1065 0.009
P2 R88-417-1065-1070 0.011

02 R88-417-1070-1075 0.005
02 R88-417-1075-1080 0.020
02 R88-417-1080-1085 0.015
02 R88-417-1085-1090 0.011
02 R88-417-1090-1095 0.006

02 R89-417-1095-1100 0.005
02 R88-417-1100-1105 0.009
02 R88-417-1105-1110 0,099
02 R88-417-1110-1115 0.048
02 R88-417-1115-1120 0.026

02 R88-417-1120-1125 0.012
02 R88-417-1125-1130 0.130
02 R88-417-1130-1135 0.008
02 F88-417-1135-1140 0.023
02 R8E-417-1140- 145 0.038



Bondar-CViot. Inc.

12980 West Cedar Dr. 
Lakewood, Colorado 
U.S.A. 80228 
Phone: (.103) 989-1404 
Tekx; 45-693

PROHH MINING COFF 
MR. JIM BARRON 
P.0. BOX' 485 
DEABUOOD* SD
57732

Invoice ' 12853* Pa-ae 1

Dote l:

Report No1 
Pr oJec t t 
Refe rcnc^ J

24-SEP-88

078-08 45 
GILT EDGE 
NONE LISTED

L/T AO Analyses, of Golu B t. * 6.50 * 390.00
Bub t ot31 t 1»0.00 « 390.00

Semple Preparation
60 Samples of Assay Prep a t * 3.00 ♦ 180,00

1049 Samples of Excessive Wetness a t i 0.15 t 157.35
J Sample of Sample Pickup at <1 2.00 i 12.00

Subtotal l 349.25 i 349.35

Miscellaneous Charaes
•1% S.D. STATF SALES TAX l 11.57
2% DEADWOOD CITY SALES TAX « 5.79

Subtotal % 17,36 » 17.36

Invoice Tot al 1 I '56.71

\lil - *"'/ LK

THIS IS A PROFESSIONAL SERVICE
ACCOUNTS DUE WHEN RENDERED



Bondar-Urgi. Inc.
129M0 \Wst Cedar Dr. 
Lakewood, Colorado 8Q228 
(303> 9HSM40*

BONDAR CLEGG

(Geochemical
Lab Report



Geochemical
Lab Report

Bondar-Otjg. Inc.
12980 Wsi Cedar Dr.
Lakewood, Colorado 80228
(303)989+104

BONDAR CLEGG

REPORT*. 098-0846 < COMPLETE ) REFERENCE INFO: NONE LISTED

CLIENT: BROUN MINING CORP. SUBMITTED BY*. J. BARRON
PROJECT: 6ILT ED6E DATE PRINTED: 16-SEP-88

NUMBER OF LOWER
ORDER ELEMENT ANALYSES DETECTION LIMIT EXTRACTION METHOD

1 Au Gold 21 0.002 OPT Fire Asses

SAMPLE TYPES NUMBER SIZE FRACTIONS NUMBER SAMPLE PREPARATIONS NUMBER

D DRILL CORE 21 2 -150 21 Asses Pree 21
Excessive Wetness 275
Seiple Pickup 1

remarks: FINAL RESULTS ARE REPORTED.

REPORT COPIES TO? MR. JIM BARRON 
Hg» JIB MHffl

INVOICE TO! MR. JIM BARRON




